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ABSTRACT: Prototypical molecular switches such as azobenzenes exhibit two states, i.e., trans and cis, with diﬀerent
characteristic physical properties. In recent years various
derivatives were investigated on metallic surfaces. However,
bulk insulators as supporting substrate reveal important
advantages since they allow electronic decoupling from the
environment, which is key to control the switching properties.
Here, we report on the light-induced isomerization of an
azobenzene derivative on a bulk insulator surface, in this case
calcite (1014̅ ), studied by atomic force microscopy with
submolecular resolution. Surprisingly, cis isomers appear on the surface already directly after preparation, indicating kinetic
trapping. The photoisomerization process is reversible, as the use of diﬀerent light sources results in speciﬁc molecular
assemblies of each isomer. The process turns out to be very eﬃcient and even comparable to molecules in solution, which
we assign to the rather weak molecular interaction with the insulator surface, in contrast to metals.
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For this reason, it is important to decouple the azobenzene
molecules from the metallic surface in order to ensure eﬃcient
isomerization. Most frequently, spacer groups have been used
to lift the molecular core oﬀ metallic surfaces; however, the
purely geometrical rationale of providing suﬃcient space for
isomerization to occur is not suﬃcient to fully explain the
observed switching behavior.12 It has been found that the
isomerization of a given azobenzene derivative depends on the
elemental composition as well as on the orientation of the
surface.8 Furthermore, the precise adsorption site can allow or
hinder isomerization of neighboring molecules within one
close-packed molecular island.13 Metals are typically used for
molecular adsorption, and metallic nanoparticles have for
instance been functionalized with azobenzene derivatives to
steer chemical reactions in solution.14 However, ﬂat singlecrystal surfaces are the mostly used substrates for molecular
switches, because they allow the use of scanning tunneling
microscopy (STM) to directly image individual molecules
before and after switching with superior spatial resolution. On
the other hand, nonmetallic wide-gap substrates are attractive
because they allow electronic decoupling of the molecules from

ver the past years, many studies have been devoted to
designing, understanding, and exploiting molecular
switches.1,2 Azobenzene is considered as a prototypical molecular switch with two conformational isomers, trans
and cis, where the former is energetically preferred in gas phase
and solution. It undergoes large structural changes during the
trans ↔cis isomerization process, in contrast to tautomerization
switches with more subtle changes that are advantageous if the
packing and hence 2D/3D assembly structure should be
preserved.3,4 The two isomeric, i.e., switching, states of
azobenzene derivatives adsorbed on a surface can therefore
be read-out rather easily by scanning probe microscopy.5−7
Accordingly, various azobenzenes have been studied with this
method inducing isomerization with various stimuli ranging
from tunneling electrons6−8 over electric ﬁelds in the
molecule−tip junction5 to photons.9,10
Beyond serving as a support to allow scanning probe
microcopy to be used, the surface on which the molecular
switches are adsorbed strongly inﬂuences the switching
function itself.9 The stabilization of speciﬁc geometries by
adsorption thus modulates potential barriers to be overcome
during the switching process. Moreover, the interaction with
the surface typically reduces the lifetimes of participating
excited states, in particular on metallic substrates where
photochemical transformations are frequently quenched.11
© 2018 American Chemical Society
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the surface, which is important for eﬃcient switching processes
and consequently better understanding. To the best of our
knowledge, molecular photoswitches have not been investigated on an insulator surface thus far, despite their importance
in miniaturized molecule-scale electronics.15−17
The investigation of molecular switches in real space is
crucial because it allows correlating chemical processes in
individual molecules with their local surroundings at the atomic
scale. While STM, which also oﬀers the possibility of singlemolecular manipulation via the tunneling electrons,18 is
therefore the most popular method for metallic surfaces,
studying molecular switches on insulators by scanning probe
microscopy is challenging. First, atomic force microscopy
(AFM) must be used instead of STM, rendering imaging more
diﬃcult when aiming for high resolution.19 This is due to the
fact that the force does not typically decay exponentially with
distance and that frequency modulation imaging requires
controlling three interacting feedback loops compared to one
in STM. Second, bulk insulators are often more diﬃcult to
prepare and/or exhibit more complicated unit cells than lowindex surfaces of noble metal crystals that are favored in STM
studies. Finally, the interaction between the molecules and the
supporting surface is typically weaker than between molecules
and a metal surface. While this favors electronic decoupling, at
the same time it commonly lowers the diﬀusion barrier or even
leads to desorption, thus explaining the challenges encountered
when aiming for imaging on insulator surfaces.20
Azobenzene derivatives have been investigated on ultrathin
insulating NaCl ﬁlms,21 where isomerization was not induced
by light, but voltage/current pulses from the STM tip as the
insulating layers are thin enough to allow electron tunneling.22
However, azobenzene switches have not been studied on bulk
insulators so far. Here, we report the controlled reversible
isomerization of azobenzene molecules on an insulating calcite
surface using diﬀerent light sources as analyzed by atomic force
microscopy with submolecular resolution.

RESULTS AND DISCUSSION
Molecular Adsorption. As molecules we have chosen 4methoxy-3,3′,5,5′-tetra-tert-butylazobenzene (M-TBA; Figure
1a) molecules, which have previously been studied by STM
experiments13 and atomistic simulations23 upon adsorption on
a Au(111) surface. In this study, the role of the symmetrically
positioned bulky tert-butyl groups is primarily to facilitate the
structural analysis by STM/AFM imaging. In cyclohexane
solution, M-TBA exhibits characteristic azobenzene absorption
spectra dominated by absorption bands at around 340 nm for
the trans and at around 440 nm for the cis isomer,13
corresponding to π → π* and n → π* excitations, respectively.
M-TBA was deposited onto a calcite (CaCO3) (101̅4) surface
(Figure 1b), which not only is an important material in
biomineralization24 but also has been proven to provide an
ideal substrate for studying the adsorption of organic molecules
due to its ease of preparation and comparatively high surface
energy of 590 mJ/m2.20,25
After deposition of the M-TBA molecules, three diﬀerent
regions can be distinguished in the AFM images as visible on
the terrace in the upper right part of Figure 1c (a step edge is
present at the lower left of the image). The three regions diﬀer
in apparent height: The area appearing black in Figure 1c
corresponds to the bare calcite surface with some small bright
protrusions that we ascribe to contaminations. In addition,
islands of lower (dark in the image) and larger apparent height

Figure 1. (a) Chemical structure of 4-methoxy-3,3′,5,5′-tetra-tertbutylazobenzene (M-TBA) molecules. (b) Calcite (CaCO3) (101̅4)
surface. (c) AFM image after deposition of M-TBA onto the calcite
surface with zoom-in in (e). (d) Height proﬁle taken along the
dashed line in (c). (f) Height distribution histogram of the AFM
image in (e). AFM images of the lower molecular islands, assigned
to trans isomers (g) and the higher molecular islands (h), assigned
to cis isomers, on the surface (drawings show the primitive unit
cells in yellow and the superstructure with respect to the calcite
lattice in white). (i) Schematic view of the proposed structure with
low trans and high cis islands.

(bright) are observed. The higher islands are often embedded
in the lower ones (Figure 1c). The characteristic heights of
these islands are 3.2 ± 0.2 and 5.2 ± 0.3 Å, respectively (Figure
1e,f). We conclude from these values that the lower islands
represent molecular monolayers of ﬂat-lying M-TBA molecules
in their trans conﬁguration, because their apparent height ﬁts to
the size of a tert-butyl side group (molecular distances of 2.5 Å
for C and 4.1 Å for H atoms within one tert-butyl group were
determined from the single-crystal X-ray structure (see
Supporting Information). Our interpretation is in agreement
with manipulation experiments where individual molecules
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emitting between 300 and 600 nm (see Supporting
Information). Indeed, with increasing illumination time (Figure
2a−d) we see a decreased coverage of lower islands in favor of

were removed from such islands and no structures with
intermediate heights are found afterward. Instead, only the pure
calcite surface was visible on the previous position of the
molecule (see Supporting Information). We exclude cis isomers
in this monolayer because these are characterized by a larger
diameter (about at least 6 Å in the gas phase), due to their
more three-dimensional structure as compared to the rather ﬂat
trans isomer.
Concerning the brighter islands in the images, one possible
interpretation is that they represent the second molecular layer
that has grown on top of the ﬁrst layer. However, a closer look
into the lattice structures of the two areas shows that, while
both structures are highly ordered in crystalline lattices, their
lattices diﬀer substantially. The unit cell of the lower structure
has side lengths of 1.04 ± 0.04 nm and 1.56 ± 0.03 nm with an
opening angle of 106.9 ± 0.5°, while the higher structure
exhibits 1.56 ± 0.01 nm and 1.59 ± 0.03 nm with an opening
angle of 78 ± 2° (Figure 1g,h). In addition to these primitive
unit cells, which are not aligned with the major substrate
directions, we can assign larger unit cells (3-times for the lower
(g) and 2-times for the higher structure (h)) that are aligned
with the surface symmetry directions and reﬂect the
commensurability with the calcite surface: (8×2) and (4×3)
superstructures, respectively (Figure 1g,h).
AFM images of the lower layer (Figure 1g) reveal a regular
pattern of bright protrusions. Intramolecular details are diﬃcult
in their interpretation since they change with the set-point of
the Δf feedback loop (see Supporting Information), while the
position, size, and apparent height of the main protrusions
remain, supporting our assignment of the unit cells. From the
high-resolution AFM images, a unit cell area of 1.55 ± 0.07 nm2
of this trans layer is determined. As each unit cell seems to
contain one molecule, this area corresponds to a molecular
density of 0.64 ± 0.03 molecules/nm2, which is comparable to
the density of trans isomers on Au(111) (between 0.59 and
0.75 molecules/nm2).13 We therefore assign each protrusion to
an individual molecule, which is also in agreement with the
distance between the protrusions (10.4 and 15.6 Å) in
comparison with the molecular dimensions of about 9 Å ×
15 Å for trans M-TBA (determined from X-ray diﬀraction in
the solid state, see Supporting Information).
The higher islands, which do not correspond to a second
molecular layer, exhibit much larger unit cells (2.43 ± 0.05
nm2) than the lower islands with ﬂat-laying trans molecules
(1.55 ± 0.07 nm2), indicating the presence of more than one
molecule per unit cell. We tentatively assign the molecules in
the higher islands to cis isomers, twisted upward instead of lying
ﬂat (as sketched in Figure 1i), because the cis isomer exhibits a
three-dimensional shape in the gas phase (as compared to the
rather ﬂat trans isomer),26 which is known to cause larger
apparent heights upon adsorption on metal surfaces.5−8,10 Each
unit cell seems to contain two cis molecules, corresponding to a
molecular density of 0.82 ± 0.02 molecules/nm2. An alternative
assignment of three cis molecules per unit cell, giving rise to a
molecular density of 1.23 ± 0.03 molecules/nm2, appears less
likely, as it would require a rather tightly packed structure with
largely reduced molecular footprint, which has not been
observed for M-TBA on metal surfaces.13 We want, however,
to stress that a precise determination of the molecular density is
diﬃcult.
UV/Vis Illumination. In order to test whether our
assignment of the higher islands to cis molecules is correct,
we illuminated the sample using a broadband UV/vis lamp

Figure 2. (a−d) AFM images (all 1 × 1 μm2 in size). (a) Directly
after sample preparation and after illumination with a broadband
UV/vis lamp (spectrum in the Supporting Information) for (b) 1 h,
(c) 6 h, and (d) 12 h. Development of the (e) surface coverage and
(f) the surface density and cis/trans ratio of the molecules, plotted
as a function of the illumination time (lines connect the data points
to guide the eye). Statistics in (e) and (f) were obtained from
surface areas of about 10 μm2 for each data point.

the higher ones, in agreement with the photochromic character
of the molecules (i.e., trans → cis isomerization). Note that the
light absorption of the azobenzene molecules is much stronger
in the UV range (allowed π → π* transition) as compared to
visible light (forbidden n → π* transition), resulting in a
preference of trans → cis isomerization over the opposite
direction (as the quantum yields in both isomerization
directions do not diﬀer signiﬁcantly).27 Furthermore, the
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Figure 3. (a−d) AFM images (all 1 × 1 μm2 in size). (a) After molecular deposition and subsequent UV/vis lamp illumination for 6 h,
equivalent to Figure 2c. AFM images after illumination with a 450 nm laser (details in the Supporting Information) for (b) 5 s, (c) 15 s, and
(d) 30 s. (e, f) Temporal evolution of the relative surface coverages and the surface densities of the diﬀerent areas (calcite and trans and cis
islands). The cis/trans ratio of the molecules is plotted on the right axis of (f). Assuming a simple ﬁrst-order desorption process, the
experimental curves were ﬁtted with a single-exponential function. Statistics in (e) and (f) were obtained from surface areas of about 10 μm2
for each data point.

Interestingly, the cis isomers prefer to form (many) small
islands rather than (a few) larger ones on the calcite surface,
although the latter could be expected if island growth is energydriven, as close-packing would be more eﬃcient for larger
ordered arrays. The opposite preference here might be caused
by a limited molecular diﬀusion, i.e., substantial adsorbate−
surface interaction and nucleation-dominated growth, of cis
isomers that limits the island size. Such an eﬀect could be
enhanced by calcite defects that kinetically trap molecules and
act as nucleation centers for the cis islands, which are therefore
small in size, but large in number.
Photoswitching of the M-TBA molecules can be quantiﬁed
by measuring the relative surface area of the three diﬀerent
componentscalcite and trans and cis isomersafter diﬀerent
illumination times (Figure 2e). Note that the relative coverages
are directly proportional to the absolute coverages, because the
three analyzed structures represent all existing species and thus
the entire surface. It can be clearly seen how the relative areas
of calcite and cis islands increase, while that of the trans islands
decreases with the illumination time. The spectrum of our UV/
vis lamp covers both absorption bands of the M-TBA molecules
in solution, at about 330 nm (trans → cis) and 440 nm (cis →
trans),13 thus inducing both isomerization processes (trans →
cis and cis → trans). However, we start with a rather small cis
coverage (as compared to trans), and therefore trans → cis
isomerization prevails at the beginning.
In order to identify the photostationary state (PSS), we do
not plot the relative coverages, but the absolute number of
molecules per surface area (Figure 2f), calculated by using
molecular packing densities determined from the unit cells
(Figure 1g,h). From these we derive the cis/trans ratio (green
dots in Figure 2f), which continuously increases, even after 12
h. Hence, the PSS is not reached during our observation times,
but rather after approximately 15 h, where a constant cis/trans
ratio is reached in extrapolation. We also ﬁnd that, in addition
to the reversible trans ↔ cis isomerization, molecular
desorption, caused by the photoexcitation,29 aﬀects the (trans,

trans isomer is typically thermodynamically more stable and
therefore expected to be dominant directly after preparation
and before illumination, which is the case (Figure 2a). Hence,
the initial surface (Figure 2a) is dominated by large areas of
trans monolayer islands that contain many small cis islands.
Our data show that adsorption of M-TBA on calcite diﬀers
from that on metallic surfaces. On the latter, M-TBA is found in
the trans state only,13 and the same is valid for other
isomerizing switches.5−7,10 An exception has been found for
imine derivatives that were found to spontaneously switch from
trans to cis with increasing coverage, driven by the reduced
surface required by the cis isomers.28 The characteristic
preference of the trans state on metals can be understood
from a thermodynamic point of view. While cis M-TBA exhibits
a half-life of 330 h at 30 °C in solution,13 it experiences
temperatures around 90 °C during sublimation. It is likely that
both isomers (majority of trans with minor amounts of cis)
arrive at the surface during preparation, but only the
energetically favored trans species survives, because a warm
metallic surface (kept at room temperature during deposition)
enables thermal cis → trans isomerization. In order to test this
hypothesis, we have deposited M-TBA molecules onto a cold
Au(111) surface (kept at 10 K) and indeed found also cis
isomers on the surface (see Supporting Information). This
shows for the metallic surface that cis isomers adsorb from the
gas phase, but cannot relax to the trans state after adsorption at
these temperatures, due to the lack of thermal energy, and
therefore do not reach their thermodynamic minimum.
In contrast, on the calcite surface cis isomers of M-TBA are
found even if the sample is kept at room temperature (e.g.,
Figure 1c). They thus seem to be kinetically trapped at the
calcite surface after adsorption. Note that M-TBA molecules
only diﬀuse on the calcite surface at room temperature, but do
not isomerize spontaneously (as discussed in detail below).
Accordingly, the cis isomers on the calcite surface seem to be
not created on the surface, but reﬂect the adsorption from the
gas phase, in agreement with the interpretation above.
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Photoisomerization Eﬃciency. An important piece of
information obtained from these experiments is the short time
scale on which switching occurs (seconds as compared to hours
in Figure 2), which becomes even more evident when plotting
the time evolution of the surface composition (Figure 3e,f). It is
clear not only that the isomerization is reversed as compared to
UV/vis lamp illumination, as the cis/trans ratio decreases
(Figure 3f), but also how quickly this takes place. The relative
calcite surface area clearly shrinks within the ﬁrst 5 s of laser
illumination, because the trans isomers simply cover more
surface area per molecule (Figure 1). However, it starts to
increase for longer illumination times beyond 5 s (Figure 3e),
indicating molecular desorption (see Supporting Information).
The same is found when comparing the calcite areas in the
initial and ﬁnal AFM images of the entire sequence (Figures 2a
and 3d).
By ﬁtting the data points with exponential functions, we
obtain decay constants of about 2−3 s for the evolution of trans
and cis areas and thus a very fast process as compared to other
studies: An extremely low conversion rate has been obtained
for the azobenzene derivatives TBA on a Au(111) surface
where the stationary state is obtained only after light exposure
to ∼5 × 1022 photons/cm2,10 which corresponds to about 80 h
of illumination with 375 nm (despite a power density of 92
mW/cm2 as compared to 24 mW/cm2 in the present study).
This ineﬃcient process can be understood from the photon
energy since the 375 nm light source does not match any
absorption band for photoisomerization (known from solution
experiments).31 However, even if a more appropriate wavelength (300 nm) is used, it takes 5 to 10 min to reach the PSS,
despite the very high power density of 16.9 W/cm2.31 This is 1
to 2 orders of magnitude slower than in the present case with
only 24 mW/cm2.
In order to give a more quantitative comparison, we have
calculated the cross section of the photoisomerization in our
case and found Φtrans→cis = 1.4 × 10−18 cm2 and Φcis→trans = 5.9 ×
10−18 cm2 for illumination with the 455 nm laser. Other cross
sections reported for azobenzene derivatives adsorbed on metal
surfaces are 6 × 10−20 cm2 at a broad spectrum of wavelengths
between 330 and 600 nm,32 4 × 10−21 cm2 at 282 nm,31 8 ×
10−22 cm2 at 300 nm,31 about 2 × 10−23 cm2 at 375 and 444
nm,10 and 2.1 × 10−24 cm2 at 318 nm.33 Hence, isomerization
occurs very quickly in the present case, as the values obtained
with the 450 nm laser are at least 2 orders of magnitude larger
than experimental values on metals. Note that cross sections for
our illumination with the UV/vis lamp (Φtrans→cis = 3.5 × 10−20
cm2 and Φcis→trans = 2.9 × 10−20 cm2) are smaller than for the
455 nm laser, probably due to less suitable matching with the
absorption bands, but still rather large as compared to previous
studies. This pronounced improvement in terms of switching
eﬃciency in the present case can be attributed to the use of an
insulator surface, instead of a metal. Accordingly, the molecules
adsorb very weakly and the typical eﬀects for reduced
isomerization eﬃciency on a metallic surface are absent: (1)
direct interaction with the metallic surface, leading to metal−
organic bonding that reduces the molecular ﬂexibility required
during the conformational changes;34 (2) hybridization with
the metallic surface that causes either quenching of excited
states that are involved in the isomerization process35 or (3)
direct changes of the optical absorption properties.9 Note that
our cross sections are comparable to those for azobenzene
derivative trans → cis isomerization in solution (∼10−19 cm2)9
and thus illustrate that the use of an insulator surface indeed

cis, and calcite) coverages and causes a decrease of the total
number of molecules per surface area (see Supporting
Information). This explains why the surface densities remain
constant only for cis isomers but continue to decrease for trans
molecules for longer illumination times (Figure 2f). If we
assume that both isomers desorb upon illumination, then the
total number of cis isomers would decrease after about 6−12 h.
However, at the same time the system is approaching its
photostationary state, thus continuously increasing the relative
number of cis isomers (i.e., the trans → cis isomerization
prevails over cis → trans), and these two eﬀects compensate
each other, resulting in an approximately constant cis surface
density (Figure 2f). It should be mentioned that we cannot
access the individual desorption rates of the two isomers,
because the isomerization occurs faster than desorption
(Figures S4 and S5). Hence, after each illumination step the
system equilibrates into the photostationary state, and
consequently both surface coverages (trans and cis) are reduced
in our images to keep the cis/trans ratio constant, although
maybe only one of the two isomers is photodesorbed. Note that
no temperature increase was measured on the sample holder
(illuminated together with the sample) during any of these
experiments. Hence, photon heating appears unlikely to cause
either isomerization or desorption of the molecules.
Reversibility of Photoisomerization. An important
property of azobenzene derivatives and arguably any other
useful photoswitch is the reversibility of the molecular
interconversion and associated reversible property changes,
whereas irreversible isomerization processes30 are barely of
interest for the use of molecular switches. Hence, the question
arises whether the trans → cis switching obtained with a UV/vis
lamp can be reversed by using another light source with
appropriate wavelength. Since the dominant cis → trans
absorption band of M-TBA in solution is located at about
440 nm,13 we have chosen a 450 nm laser. A series of AFM
images (Figure 3a−d) reveals that the bright islands (cis) are
reduced in size in favor of the dark islands (trans). Hence, this
speciﬁc wavelength can preferentially isomerize from cis to trans
(in contrast to the UV/vis lamp before). It is evident from the
AFM images that the calcite surface areas are more abundant
after a complete cycle, a result of molecular desorption as the
total number of molecules on the surface decreases also for
laser illumination (see Supporting Information). It is clear that
the initial surface morphology (i.e., directly after molecular
deposition and before illumination; Figure 2a) is found again
(Figure 3d). This indicates substantial molecular mobility of the
trans isomers, which (e.g., after cis → trans isomerization)
suﬃciently diﬀuse on the surface to engulf the small cis islands.
At the same time, the cis isomers seem to be immobilized and
the characteristic pattern of small bright cis islands within large
dark trans areas is recovered, supporting the interpretation of
calcite defects kinetically trapping cis isomers (see above).
Hence, the entire isomerization cycle trans (Figure 2a) → cis
(Figures 2c and 3a) → trans (Figure 3d) is indeed reversible.
Note that more and more of the calcite surface (black)
becomes visible upon illumination, which we assign to two
processes: (i) conversion from a less into a more densely
packed structure (i.e., trans → cis) upon illumination with the
UV/vis lamp (Figure 2a−d) and (ii) molecular desorption. The
importance of the latter becomes particularly evident when
studying the surface areas of free calcite after a complete trans
→ cis → trans cycle (i.e., comparing Figure 3d with Figure 2a).
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preserves the intrinsic photochromic properties of the
molecules.
Development of Surface Morphologies. The surface
morphology turns out to be not only characteristic for each
stage during the isomerization cycle but also very reversible. We
have studied this by following the evolution of islands with
diﬀerent size during the entire trans → cis → trans sequence
(Figure 4). While almost exclusively very small cis islands (i.e.,

Figure 4. Size distribution of cis islands on the surface for diﬀerent
stages during an entire trans → cis → trans cycle, starting with the
original surface directly after sublimation (labeled “Preparation”),
then illumination with the UV/vis lamp (“6 h UV/vis”) ﬁrst and the
450 nm laser (for 5, 15, and 30 s, respectively) afterward.

Figure 5. (a−c) AFM images, taken at room temperature, of exactly
the same sample area imaged within 4 h (2 h between each image)
without illumination. (d) Corresponding diﬀerence image between
(a) and (c) to investigate the diﬀusion properties (with green being
unchanged areas, red with reduced, and blue with enlarged
apparent height in the image).

areas below 1000 nm2) are present directly after sample
preparation, these islands increase in size upon 6 h UV/vis
lamp illumination, and very small islands (<500 nm2), initially
the dominant feature, completely disappear. Instead, very large
islands (4000 nm2) emerge as the by far most abundant species.
Importantly, the small islands are well restored upon
illumination with the 450 nm laser, causing a continuous
increase of the islands’ size with illumination time. Finally, after
completing the entire switching cycle, almost exactly the same
surface morphology is obtained as in the initial state
(histograms on the left and right edge in Figure 4).
Molecular diﬀusion can of course play a role in these
processes since trans and cis isomers could in principle exhibit
diﬀerent diﬀusion barriers and therefore mobilities. We have
therefore tested this property by following the evolution of one
and the same surface area over several hours without any
illumination, thus only allowing thermally driven processes at
room temperature (Figure 5a−c). Note that under these
conditions no isomerization takes place and total surface areas
of trans and cis islands remain constant (not within a single
image though where diﬀusion in/out of the scanned surface
area occurs). However, the spatial distribution does not change
signiﬁcantly, as evident in AFM image sequences (Figure 5a−
c).
The surface area chosen for Figure 5 contains all surface
structures of interest: pure calcite, trans islands (dark), and cis
islands (bright) in both variations, surrounded by trans areas
and in direct vicinity of calcite. From comparison of the two
AFM images or the diﬀerence image (Figure 5d), it becomes
clear that the trans molecules are mobile. They continuously
detach from (or attach to) edges of the trans islands, which
consequently change their shape (note that for the particular
case in Figure 5a−c the total number of molecules is reduced,
as there is a net molecule diﬀusion out of the image area). In
contrast to this, the cis islands that are embedded in trans

islands do not change at all; hence, this species is completely
immobile. At the same time, the cis islands that are located next
to calcite areas do change, although not very strongly.
Altogether, this means that trans isomers are much more
mobile on the calcite surface than cis isomers, which we
attribute to a stronger molecule−calcite interaction in the case
of the cis isomer, in agreement with the interpretation of limited
diﬀusion of cis isomers above. The embedded cis isomers can
instead not diﬀuse at all, simply because they are hindered by
the trans molecules surrounding them.
Cooperative trans → cis Photoisomerization. An
important qualitative observation is the almost complete
absence of single cis isomers within the trans islands upon
illumination with 450 nm (see Figure 2d), in contrast to
azobenzene derivatives on metallic surfaces, where random
switching of individual molecules occurs.5 This could be
interpreted as an indication for cooperative switching where the
switching state of one molecule inﬂuences its direct
neighbor,36,37 because cis molecules cannot diﬀuse eﬃciently
within the trans islands (Figure 5a−c). Consequently,
individual cis isomers should be distributed randomly within
the dark trans islands upon light-induced trans → cis
isomerization, which is not the case; they are found in islands
instead (Figure 2). We therefore conclude that the assembly of
cis isomers in islands is most likely not caused by thermal
diﬀusion, but might be rather the result of cooperative
switching, where the trans → cis isomerization is more eﬃcient
in the presence of one or several cis isomers in the direct
molecular surrounding (i.e., at the transition between trans and
cis areas). Hence, illumination results in the growth of cis
islands rather than the appearance of individual cis isomers in
the trans islands.
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CONCLUSIONS
Our study gives experimental evidence for kinetic trapping of cis
isomers on a calcite surface, in contrast to the gas phase or
metallic surfaces, where exclusively trans isomers are found.
Illumination allows selective switching between the two isomer
states by applying suitable light sources and wavelengths. This
process turns out to be reversible in terms of both the
abundance of trans and cis isomers on the calcite surface as well
as the size distribution of the islands. The cis isomers always
appear in islands, which we attribute to a possible molecular
cooperativity in the trans → cis switching.
Photoisomerization is found to be very eﬃcient on the calcite
surface, and very high cross sections are determined. They
exceed the values previously determined on metals by at least 2
orders of magnitude and are instead comparable to those in
solution. This observation proves that the insulating calcite
surface does not interfere with the photoisomerization and
instead preserves the intrinsic photochromic properties of the
molecules.
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